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MILL TEST CERTIFICATE
WUXI MYLER HYDRAULIC MACHINERY CO., Ltd.

i 44 (DESCRIPTION OF GOODS): _Chrome Plated Rod % & (CERT.NO.): 20250519
T SR S
CUSTOMER CONTRACT NO. M-2025-0519H
BT w5 Uk (mm) 1% QTY i fi(kg) LR 7 b
HEAT NO. MATERIAL SIZE (OD ) M PCS WEIGHT DELIVERY CONDITION PRODUCT STANDARD
1 4561GA 10 200 123.4
2 4263GA 12 300 266.544 GROUND
3 4635GA C45 25 1000 3856.25 1ISO 7
4 4854GA 30 300 1665.9 HARD CHROME PLATED
5 4915GA 50 200 3085
C Si Mn P S Cr Ni Ti Al Fe Cu Mo
0.42-0.50 0.17-0.37 0.50-0.80 <0.035 <0.035 <0.25 <0.25
1 s 0.47 0.29 0.38 0.20 0.09 0.19 0.06
2 CHEMICAL 0.46 0.33 0.31 0.25 0.21 0.07 0.23
3 COMPOSITION% 0.48 0.27 0.36 0.07 0.31 0.20 0.12
4 0.45 0.21 0.39 0.21 0.20 0.21 0.04
5 0.46 0.27 1.39 0.32 0.01 0.19 0.04
AL A Wi T 2t
MECHANICAL _PROPERTIES TECHNOLOGY TEST
Ji i 5 (Mpa) U5 (Mpa) SEAN (%) T g HELRS 2 5% B2 B LR R
YIELD POINT TENSILE STRENGTH ELONGATION HARDNESS ROUGHNESS | Salt Spray Test CHROME STRAIGHTNESS SURFACE DIMENSION
min 355Mpa min 610 Mpa min 15% 22-28HRC <Ra 0.2uym min 200 hours THICKNESS 0.2/1000 CONDITION MEASUREMENT
1 399 683 20 / 0.13 GOOD GOOD GOOD GOOD 7
2 365 684 16 / 0.05 GOOD GOOD GOOD GOOD 7
3 377 697 15 / 0.02 GOOD GOOD GOOD GOOD 7
4 380 701 18 / 0.05 GOOD GOOD GOOD GOOD 7
5 377 701 16 / 0.14 GOOD GOOD GOOD
#i¥ (REMARKS): o . <
A7 O ER BRSSOk, HRIEY. S .{éfz
WE HEREBY CERTIFY THAT MATERIAL DESCRIBED HEREIN HAS MANUFACTURED AND TESTED WITH SATISFACTORY RESULTS IN ACCORDANCE WITH THE 3 =
REQUIREMENTS OF THE PURCHASE ORDER OR CONTRACT. < e
COUNTRY OF ORIGIN: CHINA QUALITY INSPECTOR: XIAOZHUANG > A DATE'.M‘%-?-




